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A request f o r  an examination of t h i s  liraestone deposit was made by 

Martin A. Tengs i n  a be t te r  dated May 15, 1961. Mr .  Tengs accompanied me around 

the  property on Ju ly  24 and I made the  examination on July 25 and 26. M r .  Tengs 

helpf'ully made a car available fo r  transportation between Haiaes and the property 

during the  exa,Inination, 

The claims, the Limestone Placer Numbers 1, 2, 3, and 4, (see accompanying 

map and a e r i a l  w e  staked i n  a block on a prciminently outcropping lime- 

stone exposure ?ri?ich l i e s  about 1000 f e e t  north of the Haines Highway between 

mile 38 and 39. The claims were located on May 1.6, 1958 and are  held by Vern 

Morey, Thomas R. Quinlan &nd Madin A. Tengs. The upper par t  0-6 t he  limestone 

escarpment which crosses the  claims i s  a t  an elevation of about 1750 feet and 

i s  accessible by foot  only. me lower part of the  claim block i s  readi ly ac- 

cessible v ia  an old par t ly  finished road cut which was apparently made and 

abandoned during the  construction of the  Haines Highway. This roadcut i s  a t  an 

elevation of about; 800 f e e t  where it crosses the  claims. The s i tuat ion of the  

claims a s  shown on the  map w a s  deterrained by a Brunton Compass Survey. 

GEOLOGY OF TKE DEPOSIT 

The bedrock i n  the area has been mapped as carboniferous shale and lime- 

stone by H. E. Eakin (1919, Plate I). The limestone i n  the claim area i s  

apparently interbedded ~ 5 t h  black s l a t e  trhich contains limy horizons. Jt i s  

probable t h a t  t h i s  black s late ,  which c r o p  out along the creek on the  EE edge 

sf the property, occupies most of the  LP #1 claim beneath the cover of limestone 

s l ide  debris. Much s f  the  limestone in the c l a b  area is a porous, sugary mass 

of ca l c i t e  crystals ,  many of them 0.02" or 0.03'' i n  diameter, which shows 

no clearcut bedding planes. In some places, the  limestone i s  a dense, dark gray, 

f ine  grained rock. The porous trhite limestone has been formed by a l te ra t ion  and 

r e c r y s t d l i z a t i o n  of the  dense dark limestone. 



Chemical analyses of the szzples taken a re  sho'c-m on the  attached sheet. 

Samples taken were of hand speciman size.  Sample 18  and Samples 20 through 26 

were taken across the  prominent limestone scarp t h a t  crosses the clajms. The 

analyses indicate t h a t  t h i s  bo*j of rock i s  suff ic ient ly  pure f o r  f lux  grade lime- 

stone. When heated t o  white heat by a propane torch, the porous white limestone 

does not decrepitate. Samples were also taken NW of the  claims along the  old 

roadbed and beyond t o  a s m a l l  pond, 2300 f e e t  NW of the  claims. The analyses of 

Samples 28 through 31 i n  t h i s  area show them t o  be of f lux grade chemical compo- 

s i t ion,  even though there i s  more unaltered gray limestone present. 

RESERVES 

Using dimensions sf' 600' by 2,000' f o r  the  length and width of t h e  lirne- 

stone and assuming t h a t  the limestone runs 1 ton/l3 cu. ft: 

600~000/13 = 92,300 tons/vertical  foot . 
A p~oblern i n  mining t h i s  body i s  presented by the f a c t  t h a t  the pure 

limestone dips a t  an angle sf 73" under impure limestone (represented by Sample 

1 9 ) .  !dining should be done so a s  t o  avoid handling the impure limestone as 

t ~ a s t e .  By leaving sorae of the  p u e  limestone unmined on the hanging w a l l  side 

it ~wouEd be possible t o  keep out of the  ~ r a s t e  and s t i l l  maintain a proper slope 

on the  p i t  ~al -1 .  If, on the  average, 1/3 of the  surface area were l e f t  unmfned, 

and mining were at the r a t e  of 60,000 tons per year, the deposit would be a n e d  

down a t  the r a t e  of about one foot per year. A t  t h i s  ra te ,  reserves would be 

suff ic ient  f o r  a t  l e a s t  150 years. Due t o  the  steep h i l l  slope, gravity loading 

t~ould be possible which should r e su l t  i n  a bow cost mining operation. 



ECOIfOMIC OUaZOOK FOR THE DEPOSIT 

It is  possible tha t  when K1ukwan i s  mined, the  concentrate w i l l  be 

shipped d i rec t ly  t o  Japan, or  t h a t  a d i rec t  reduction process using no limestone 

might be used, but f o r  the  purpose of t h i s  analysis we w i l l  assme t h a t  a 

smelter trill be s e t  up a t  Haines. The potent ial  value of limestone claims i n  

%he Haines area i s  a s  a f lux  t o  be used i n  smelting Klukwan iron ore. If t h i s  

limestone deposit i s  t o  have any value, it must be able t o  provide f lux  grade 

limestone landed i n  Haines cheaper than other limestone can be landed from any 

other source along the Haines Highway or from the  islands i n  Southeastern Alaska. 

Physically, fine-grained limestone i s  most desirable as it is  l e s s  

l i k e l y  t o  decrepitate ( f l y  apart)  i n  the  Furnace. Chemically, the  idea l  f lux  

is 1017 i n  s i l i ca ,  alumina, sulfur and phosphorus, a s  these elements reduce the  

fluxing action and increase the  amounts of limestone and f u e l  per ton of pig 

iron. Most operators prefer 1.5% t o  3$ s i l i c a  and l e s s  than 1% alumina. It i s  

important t h a t  a large tonnage of uniform composition i s  available. Chemically 

and tonnagevise, t h i s  limestone appears t o  be satisfactory. Physically, simple 

t e s t s  suggest t h a t  the  limestone ti511 not decrepitate, even though it is  crystal-  

l ine .  Each operator prefers par t icular  specifications, so t h a t  while it is  

possible t o  s t a t e  t h a t  a given rock i s  sui table  as a flux, only the user can 

say whether i'c Is the best f o r  h i s  par t icular  operation, 

AssWng a use of 0.2 tons limestone per ton of pig iron and production 

of 300,000 tons per year of pig iron: the smelter would require 60,000 tons of 

limestone per year. A barge operation from the  v ic in i ty  of Prince of Wales 

Island on a long tenn charter bas is  could haul limestone f o r  an estimated 1/2$ 

per ton mile or  about $1.25 per ton. b a a i n g  and unloading of barges might cost 



158 additional f o r  a total transportation cost of $1.40 per ton of limestone 

delivered i n  Haines. This gives an estimated figure t h a t  ~rould have t o  be met 

by a truck haul frem.Mi1e 4.0 on the  Haines Hightray. 'This trodd mean t h a t  a 

t ruck hauling a 10-ton payload would have t o  make the  80-mile round t r i p  f o r  

$14.00 (17-1/24 per mile). 

aThe poss ib i l i ty  ex i s t s  t h a t  a smelter trould be located at Klukwan. This 

~ ~ o u l d  great ly  a l t e r  the s i tuat ion i n  favor of the  Mile 39 limestone. 

This limestone deposit appears t o  be adequate i n  grade and tonnage t o  

provide flux stone f o r  a, Haines smelter. I suggest t h a t  an investigation be 

made by the  operators concerning the costs  of shipping limestone from Ydle 39 

by t ruck re la t ive  t o  shipping by barge from the  limestone deposits i n  the 

v ic in i ty  of Prince of Wales Island, i f  it aggears a smelter might be established 

i n  the  v ic in i ty  f o r  smelting of the  Klukwan ore. 



CHEMLCAL ANALYSES 

sample FCaO %MgO %Si02 $L. O.I.* $Fe203 @1203 %P205 $Sulfur ?~Po%assim Description 

21- 48.6 4.8 0.21 44.3 
22 

23- 50.2 5.2 0.19 Ec2.1 
24 

25- 4-7-5 6.4 Trace 43.1 
26 

2 7 ~  44.4 5.9 4.90 41,1 

28 h-2.6 8.6 Trace 4-2.8 

- +1 Light gray x ta l ine  i s  

I !  Fine grained, &. gray, 

dense Is. 

'I .  . . w/no gray 1s. 

" . .w/dk. gray s t reaks 

Fine grained,dk.gray dense Is from 
Haines Hwy rd. cut  112 m i .  SE of clms 
Sugary,white,porous xtal ine 1s. 

w/few gray patches. 
Fine grained, dense,& gray 1s 

w/sugary IS "veinstt. 
Mixed f i n e  ga ined ,  dense, dark g a y  
1s and sugary,white,porous, 
x ta l ine  1s. 

Analyzed by Irwin W. Mitchell, Assayer, Division of Mines and Minerals, Anchorage. 

9 LOSS on Ignition @ 9 0 0 ~  C, 




