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x"{?@g !ﬂé@ép " Tablel5. Semiquantitative spectrogravhic analyses of rocks and ore from the Brady Glacier nickel-copper prospect

(Results are reported in ‘parts per million, which have been converted from percent t.o the nearest number in the series 100, 70, 50, 30, 20, 15,

10, etc.', which represent appréximate midpoints of group date on a geémetric scale, The assigned group for 6-step results will include more

accurately determined values.about 30 percent of the time)

Symbols used: M = major constituent\——greaﬁér than 100,000 parts per million

0 = looked for but not detected

< = less than

Besideskthe‘ elements shown in the table the foliowing elements were also sought in all of fhe analyses:

Li, Wb, Pb, P&, Pt, Sb, &n, Ta, T1, W, r4'ln. Reported values for these were always O.

Senxiquanfcitative spectrographic analyses by A. L

Sample locations are-shown on figure 31.
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Sutton, Jr., U. S. Geological Survey.

Au, Ag, As, Be, Bi, Cd, Hg, La,

Field No. AL ©  Ba

' Cu

Si Sy T

Ca Co or Fe Mg Mn . Mo e vy
CHE-1 20,000 10 10,000 150 200 2,000 M L 1,000 <5 . 3,000 M. 30 500 150 0
CHI-2 30,000 10 10,000 150 150 200 M 11,000 <5 300 Y 50 150 100 0
CHI-L 70,000 100 70,000 30 100 700 50,000 M 1,000 0 300 M 150 1,500 200 10
omm-bA . M 500 30,000 15 20. 50 20,000 10,000 300 0 200 M 200 1,500 70 10
CHI-6 70,000 100 50,000 30 300 0 Tb,ooo‘ M 1,000 0 200 M- . 200 500 200 30
et 30,000 - 15 10,000 70 . 1,000 1,500 M Mo 11,000 <5 1,500 M 20 70 150 0
Csi-k . 20 o -0 2,00 . 50 20,000 M 200 150 70 15,000 1,500 o 20 50 0
CSH-bA 70 0. 0 2,000 700 20,000 M 30 100 - 20 _ 15,000 100 0 0 50 0
Sample dats for Table 15. .
- . ,CHI‘I-l. -- Seléctec} sample of peridotite Wfith s.ﬁlfides
CHﬁs-Z R Selected sample of peridotite with sulfides
, H-k em ‘Selected sample’ of galbbro
CHN-UA - Seletted sample of aplite v '
CHI-6 - Séle;ted sample‘of.diabase S
L o . GSH-1, - .Selected sample of peridotite. S
T (Su-b -- Grab sample of massive swifides -
CSEabd -

Grab samplé of massive swuifides




